IDENTIFICATION GUIDE FOR
REINFORCEMENT STEEL AND DOWEL
BAR PRODUCERS



INSTRUCTIONS FOR IDENTIFICATION OF REINFORCEMENT BAR MARKINGS

The specifications for billet steel, axle steel, and ralil steel reinforcement bars (AASHTO M 31M,
M 42M, and M 53M / ASTM A 615M, A 616M, and A 617M, respectively) require identification
marks to be rolled into the surface of one side of the bar to denote the producer's mill
designation, bar size, type of steel, and, for Grade 420 (Grade 60), a grade mark indicating yield
strength. Grade 300 (Grade 40) bars show only three marks (no grade mark) usually in the
following order:

1st — Producing Mill (usually an initial)
2nd — Bar Size Number (10 mm - 36 mm [#3 - #11], 43 mm [#14], and 57 mm [#18])
3rd — Type Steel:

N for Billet A for Axle
S for Billet meeting supplementary bend requirements ~ for Rail
W for Weldable steel ASTM A-706

Line System Grade Marks
Grade 420 (Grade 60) bars

must also show a minimum
yield designation grade mark
of either the number “4” (“60”)
or one grade mark line
continued for at least five
deformation spaces.

— Main Ribs

One Line

Producing Mill

IIE
Bar Size IIE
13mm (#4)

§

A grade mark line is smaller
than and between the two
main ribs, which are some-
times on the opposite side of
the bar. When a numerical
grade is used, it is the 4th in
order.

Type Steel
(Billet)

Grade Mark

Grade 300 (Grade 40) Grade 420 (Grade 60)

Number System Grade Marks
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Bureau of Materials and Physical Research
APPROVED LIST OF CERTIFIED REINFORCING BAR AND/OR DOWEL BAR PRODUCERS

July 14, 2006

This list supersedes the April 28, 2006 list.

Standard Specifications for Road and Bridge Construction Section 1006.10 (b) (Adopted January 1, 2002)

Alton Steel, Inc.
P.O. Box 2576
Alton, 11 62002-9011

Producer Number: 6093-01

Dowel Bars Only
http://www.altonsteel.com/

Chaparral Steel Co.
Route 1

P.O. Box 1100
Midlothian, TX 76065

Producer Number: 2338-01

http://www.chaparralsteel.com/

CMC Steel — Texas
(Formerly SMI)

Box 911

Seguin, TX 78156-0911

Producer Number: 3453-01

http://www.smi-texas.com/

CMC Steel — South Carolina
(Formerly SMI)

P.O. Box 2005

New State Road

Cayce-West Columbia, SC 29171

Producer Number: 3453-02

ASTM A-706 Bars only.
http.//www.smi-sc.com/

Gerdau Ameristeel

P.O. Box 518

Highway 217 Yellow Water Rd.
Baldwin, FL 32234

Producer Number: 6024-01

http://www.ameristeel.com/locations/s

m/jax_loc.cfm

Gerdau Ameristeel
P.O. Box 484980
6601 Lakeview Road
Charlotte, NC 28269

Producer Number: 6024-02

http://www.ameristeel.com/locations/s
m/char _loc.cfm

Gerdau Ameristeel
801 AmeriSteel Rd.
P.O. Box 3670

Jackson, TN 38303

Producer Number: 6024-03

http://www.ameristeel.com/locations/s
m/jackson_loc.cfm

Gerdau Ameristeel

1919 Tennessee Ave.
P.O. Box 51236
Knoxville, TN 37950-1236

Producer Number: 6024-04

http://www.ameristeel.com/locations/s

Gerdau Ameristeel
North Crossman Rd.
Sayreville, NJ 08871-0249

Producer Number: 6024-05

http://www.ameristeel.com/locations/s

m/knox_loc.cfm

m/sayreville loc.cfm

Gerdau Ameristeel

225 Elm Street

P.O. Box 309

Perth Amboy, NY 08862

Producer Number: 6024-06

http://www.ameristeel.com/locations/s

Gerdau Ameristeel
1678 Red Rock Rd
P.O. Box 64189

St. Paul, MN 55164

Producer Number: 6024-13

http://www.ameristeel.com/locations/s

m/perth_loc.cfm

m/StPaul loc.cfm

Gerdau Ameristeel
P.O. Box 749
Wilton, IA 52778

Producer Number: 6024-14

http://www.ameristeel.com/locations/s
m/Wilton loc.cfm

Gerdau Ameristeel
100 Old Highway 90 West
Vidor, TX 77662

Producer Number: 6024-15

http://www.ameristeel.com/locations/s
m/Beaumont loc.cfm

Gerdau Ameristeel Sand Springs
(Formerly Sheffield Steel)

2300 S. Hwy 97

P.O. Box 218

Sand Springs, OK 74063-0218

Producer Number: 6024-22

http://www.gerdauameristeel.com

Nucor Steel
P.O. Box 126
Jewett, TX 75846

Producer Number: 2394-02

http://www.nucor.com/index.aspx
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Nucor Steel
P.O. Box 100
Plymouth, UT 84330

Producer Number: 2394-03

http://www.nucor.com/index.aspx

Nucor Steel
P.O. Box 2008
Auburn, NY 13021-0008

Producer Number: 2394-09

http://www.nucor.com/index.aspx

Nucor Steel
972 E. 4500 North Road
Bourbonnais, IL 60914-4127

Producer Number: 2394-10

http://www.nucor.com/index.aspx

Nucor Steel
P.O. Box 2764
Birmingham, AL 35202-2764

Producer Number: 2394-12

|_http://www.nucor.com/index.aspx
Nucor Steel Connecticut
(Formerly Connecticut Steel)
P.O. Box 928
Wallingford, CT 06492

Producer Number: 2394-16

http://www.connecticutsteel.com/

Nucor Steel
P.O. Box 97449
Jackson, MS 39288-7449

Producer Number: 2394-13

|_http://www.nucor.com/index.aspx
Rocky Mountain Steel Mills
P.O. Box 316
Pueblo, CO 81002

Producer Number: 5652-01

http://osm.com/RMSM/

Nucor Steel

(Formerly Marion Steel)
912 Cheney Ave.
Marion, OH 43302

Producer Number: 2394-15

http://nsmarion.com/index.htm

Note: The approval process is outlined in Policy Memorandum titled “Reinforcement Bar and/or Dowel Bar Plant
Certification Procedure” which can be viewed at the following internet link http://www.dot.il.gov/materials/index2.html .

For a complete listing of dowel/rebar and instructions on how to read the markings can be found at the following internet
link http://www.dot.il.gov/materials/rebarguide.pdf .

Domestic Steel Act Applies:

All iron and steel products, which are to be incorporated into state projects shall be domestically manufactured or produced and
fabricated. The Contractor shall obtain from the iron or steel producer and/or fabricator, in addition to the mill analysis, a certification
that all iron or steel materials meet these domestic source requirements. The application of all coatings, epoxy, galvanizing, painting,
etc., to metal products shall be domestically applied.




Certified Reinforcement Bar Producers

P/S# P/S Name City, State Eff Date Status
6093-01

6093-01 Alton Steel Co Alton, IL 10/16/03 CERT
Dowel Bar Round

Alton Steel Steel is certified as a Dowel Bar Producer only. (no drawings for dowel bars)

|




P/S# P/S Name City, State Eff Date  Status

3843-02
3843-02 Bayou Steel Corporation Harriman, TN 03/01/02 CERT
Bar, Deform Billet English

Bars #13(4) through #36(11) only

RRRIRER IR

3843-02 Bayou Steel Corporation Harriman, TN 06/01/02 CERT
Bar, Deform Billet Soft Metric

Bars #13 (4) through #36 (11) only
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3843-02 Bayou Steel Corporation Harriman, TN 11/21/05 CERT
Bar, Deform Billet Soft Metric

ASTM A-706 Grade 420 (Grade 60).




P/S# P/S Name City, State Eff Date  Status

2338-01
2338-01 Chaparral Steel Co. Midlothian, TX 01/05/06 CERT
Bar, Deform Billet English
Grade 40
?Z ¢ i ! ﬂ ! i i ﬂ
2338-01 Chaparral Steel Co. Midlothian, TX 01/05/06 CERT
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60), top bar will have grade line on the backside.

2338-01 Chaparral Steel Co. Midlothian, TX 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 300 (Grade 40)
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P/S# P/S Name City, State Eff Date  Status

3453-02
3453-02 CMC Steel - South Carolina West Columbia, SC 05/09/06 CERT
Bar, Deform Billet Soft Metric

Upper 13mm through 36mm Gr. A 706. Lower 43mm through 57mm Gr. A 706 line through five spaces.
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P/S# P/S Name City, State

Eff Date Status

3453-01

3453-01 CMC Steel -Texas Seguin, TX
Bar, Deform Billet Soft Metric
Grade 300 (Grade 40)

3453-01 CMC Steel -Texas Seguin, TX
Bar, Deform Billet Soft Metric
Grade 420 (Grade 60)

3453-01 CMC Steel -Texas Seguin, TX
Bar, Deform Billet Soft Metric
Grade 500 (Grade 75)
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03/16/06 CERT

03/16/06 CERT

03/16/06 CERT



P/S# P/S Name

City, State

Eff Date Status

3453-01 CMC Steel -Texas
Bar, Deform Billet

Grade ASTM A-706 (Grade 420) weldable reinforcing steel.

Soft Metric

Seguin, TX
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P/S# P/S Name City, State Eff Date  Status

6024-01

6024-01 Gerdau AmeriSteel Baldwin, FL 01/05/06 CERT
Bar, Deform Billet Soft Metric

ASTM A-706 Grade 420 (Grade 60).

ACEICIEICINN

6024-01 Gerdau AmeriSteel Baldwin, FL 01/24/01 CERT
Bar, Deform Billet Soft Metric

Grade 300 (Grade 40)

AT EICTR

6024-01 Gerdau AmeriSteel Baldwin, FL 02/01/99 CERT
Bar, Deform Billet English

(Gr. 60) Upper bar #3-#5 & Lower #6-#11.
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P/S# P/S Name City, State Eff Date  Status

6024-01 Gerdau AmeriSteel Baldwin, FL 02/01/99 CERT
Bar, Deform Billet Soft Metric

(Gr. 60) 10mm through 36mm straight lengths & 10mm through 13mm coiled bar.
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P/S# P/S Name City, State Eff Date  Status

6024-02
6024-02 Gerdau AmeriSteel Charlotte, NC 02/01/99 CERT
Bar, Deform Billet English
A OO\ o\O N
6024-02 Gerdau AmeriSteel Charlotte, NC 10/11/01 CERT
Bar, Deform Billet Soft Metric

Grade 300 (Grade 40 ) bar, upper bar old design.
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6024-02 Gerdau AmeriSteel Charlotte, NC 10/11/01 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar, upper bar old design.
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P/S# P/S Name

City, State

Eff Date Status

6024-02 Gerdau AmeriSteel
Bar, Deform Billet Soft Metric

Charlotte, NC

Grade ASTM A-706 weldable reinforcing steel, upper bar old design.
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10/11/01 CERT



P/S# P/S Name City, State Eff Date  Status

6024-03

6024-03 Gerdau AmeriSteel Jackson, TN 02/01/99 CERT
Bar, Deform Billet English

The upper bar is a #11,#14 & #18 grade 40. The lower bar is a #4 thur #10 grade 40.
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6024-03 Gerdau AmeriSteel Jackson, TN 02/01/99 CERT
Bar, Deform Billet English

The upper bar is a #11,#14 & #18 grade 60. The lower bar is a #4 thur #10 grade 60.

6024-03 Gerdau AmeriSteel Jackson, TN 02/01/99 CERT
Bar, Deform Billet Soft Metric

The upper bar is a 10mm through 36mm, and the lower is a 43mm & 57mm ASTM A 706 weldable bar.

D EBNK
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P/S# P/S Name City, State Eff Date  Status

6024-03 Gerdau AmeriSteel Jackson, TN 02/01/99 CERT
Bar, Deform Billet Soft Metric

The upper bar is a 10mm through 36mm, and the lower is a 43mm & 57mm grade 40 bar.

DDA
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6024-03 Gerdau AmeriSteel Jackson, TN 10/11/01 CERT
Bar, Deform Billet Soft Metric

The upper bar is a 10mm through 36mm, and the lower is a 43mm & 57mm grade 60 bar.




P/S# P/S Name City, State Eff Date  Status

6024-04

6024-04 Gerdau AmeriSteel Knoxville, TN 02/01/99 CERT
Bar, Deform Billet English

Grade 60 bar.

6024-04 Gerdau AmeriSteel Knoxville, TN 02/01/99 CERT
Bar, Deform Billet Hard Metric

Grade 400( Grade 60 ) bar.
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6024-04 Gerdau AmeriSteel Knoxville, TN 09/27/99 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar.
ATINERNTN
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P/S# P/S Name City, State Eff Date  Status
6024-05
6024-05 Gerdau AmeriSteel Sayreville, NJ 02/01/99 CERT

Bar, Deform Billet English

Grade 40.
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6024-05 Gerdau AmeriSteel
Bar, Deform Billet English

Grade 60.

Sayreville, NJ

ZANNNRRNY

6024-05 Gerdau AmeriSteel
Bar, Deform Billet

Grade 300 (Grade 40).

Hard Metric

Sayreville, NJ
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02/01/99 CERT

02/01/99 CERT



P/S# P/S Name City, State Eff Date  Status

6024-05 Gerdau AmeriSteel Sayreville, NJ 02/01/99 CERT
Bar, Deform Billet Hard Metric

Grade 400 bar, "." and ".."may or may not appear on #10 through #20 bars of the same size & heat.
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6024-05 Gerdau AmeriSteel
Bar, Deform Billet Soft Metric

Sayreville, NJ 02/01/99 CERT

Grade 300 (Grade 40).

AOGITANNNNANY

6024-05 Gerdau AmeriSteel

Sayreville, NJ 06/22/04 CERT
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60).
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P/S# P/S Name City, State Eff Date  Status

6024-06

6024-06 Gerdau AmeriSteel Perth Amboy, NJ 09/11/2000CERT
Bar, Deform Billet Hard Metric

Coiled Bar: ASTM A-706 Grade 420 (Grade 60).

WS i

6024-06 Gerdau AmeriSteel Perth Amboy, NJ 09/11/2000CERT
Bar, Deform Billet Hard Metric

Coiled Bar: Grade 420 (Grade 60).

L=/ 1177771}

6024-06 Gerdau AmeriSteel Perth Amboy, NJ 09/11/2000CERT
Bar, Deform Billet Soft Metric

Coiled Bar: ASTM A-706 Grade 420 (Grade 60).
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P/S# P/S Name City, State Eff Date  Status

6024-06 Gerdau AmeriSteel Perth Amboy, NJ 09/11/2000CERT
Bar, Deform Billet Soft Metric

Coiled Bar: Grade 420 (Grade 60).
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P/S# P/S Name City, State Eff Date  Status

6024-13

6024-13 Gerdau AmeriSteel St. Paul, MN 01/05/06 CERT
Bar, Deform Billet Soft Metric

Upper bar #4 through #11 A-706. Lower bar #14 & #18 ASTM A-706

o r e

6024-13 Gerdau AmeriSteel St. Paul, MN 02/01/99 CERT
Bar, Deform Billet English

Upper bar #4 through #6 & Lower bar #7 through #11. Grade 60 has grade line on the backside.

6024-13 Gerdau AmeriSteel St. Paul, MN 02/01/99 CERT
Bar, Deform Billet Soft Metric

Bar sizes 13mm - 36mm (#4 - #11). Grade 60 has grade line on the backside of the bar.
INE TR RN




P/S# P/S Name City, State Eff Date  Status

6024-13 Gerdau AmeriSteel St. Paul, MN 02/01/99 CERT
Bar, Deform Billet Soft Metric

Bar sizes 43mm & 57mm (#14 - #18). Grade 60 has grade line on the backside of the bar.

DRARBDRARNK]

6024-13 Gerdau AmeriSteel St. Paul, MN 06/10/99 CERT
Bar, Deform Billet Hard Metric

Grade 400 (Grade 60) has grade line on the backside of the bar.
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P/S# P/S Name City, State Eff Date  Status

6024-14

6024-14 Gerdau AmeriSteel Wilton, 1A 02/01/99 CERT
Bar, Deform Billet English

Grade 60 has grade line on the backside of the bar.

ANEITAE RN
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6024-14 Gerdau AmeriSteel Wilton, 1A 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60) has grade line on the backside of the bar.
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P/S# P/S Name City, State Eff Date  Status

6024-15

6024-15 Gerdau AmeriSteel Vidor, TX 02/01/99 CERT
Bar, Deform Billet English

Grade 60.

6024-15 Gerdau AmeriSteel Vidor, TX 03/11/05 CERT
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60).

SIS

6024-15 Gerdau AmeriSteel Vidor, TX 05/22/06 CERT
Bar, Deform Billet Soft Metric

ASTM A-706 Weldable Steel




P/S# P/S Name City, State Eff Date  Status

6024-22
6024-22 Gerdau Ameristeel Sand Springs Sand Springs, OK 01/05/06 CERT
Bar, Deform Billet Soft Metric

ASTM A-706 Grade 420 (Grade 60).

L1202~ 0100

6024-22 Gerdau Ameristeel Sand Springs Sand Springs, OK 02/01/99 CERT
Bar, Deform Billet English
Grade 40.
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6024-22 Gerdau Ameristeel Sand Springs Sand Springs, OK 02/01/99 CERT
Bar, Deform Billet English
Grade 60.
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P/S# P/S Name

City, State Eff Date  Status

6024-22 Gerdau Ameristeel Sand Springs
Bar, Deform Billet Soft Metric

Grade 300 (Grade 40).

Sand Springs, OK 02/01/99 CERT

o

L1111

6024-22 Gerdau Ameristeel Sand Springs
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60).

Sand Springs, OK 02/01/99 CERT

W
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P/S# P/S Name City, State Eff Date  Status

2394-02

2394-02 Nucor Steel Jewett, Texas 07/13/00 CERT
Bar, Deform Billet Soft Metric

Grade 300 (Grade 40) The Dot's may or may not appear. These are marks used by the Producing mill.

2394-02 Nucor Steel Jewett, Texas 07/13/00 CERT
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60) The Dot's may or may not appear. These are marks used by the Producing mill.




P/S# P/S Name City, State Eff Date  Status

2394-03
2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet English
Grade 60.
ANMNRERERENNNNY
2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade ASTM A-706 ( Grade 400 ) weldable reinforcing , 10mm - 19mm ( Old #3 - #6 ) Mill 2 only.

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade ASTM A-706 ( Grade 400 ) weldable reinforcing , 10mm - 36mm ( Old #3 - #11 ) Mill 1 only.
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P/S# P/S Name City, State Eff Date  Status

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade ASTM A-706 ( Grade 400 ) weldable reinforcing steel, 43mm & 57mm ( Old #14 & #18).

WL AR

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 300 ( Grade 40 ) bar. 10mm - 36mm ( Old #3 - #11 ) Mill 1 only.

LTI 1111

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 300 ( Grade 40 ) bar. 19mm, 22mm & 25mm ( Old #6, #7 & #8 ) .
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P/S# P/S Name City, State Eff Date  Status

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 300 ( Grade 40 ) bar. 43mm & 57mm ( Old #14 & #18).

L AEEH

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 300 ( Grade 40) bar. 10mm - 19mm ( Old #3 - #6 ) Mill 2 only.

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar. 10mm - 19mm ( Old #3 - #6 ) Mill 2 only.
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P/S# P/S Name City, State Eff Date  Status

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar. 10mm - 36mm ( Old #3 - #11 ) Mill 1 only.

LI 111

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar. 19mm, 22mm & 25mm ( Old #6, #7 & #8 ) Mill 1 only.

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar. 43mm & 57mm ( Old #14 & #18).
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P/S# P/S Name City, State Eff Date  Status

2394-03 Nucor Steel Plymouth, UT 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade ASTM A-706 ( Grade 400 ) weldable, 19mm, 22mm & 25mm ( Old #6, #7 & #8).
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P/S# P/S Name City, State Eff Date  Status
2394-09
2394-09 Nucor Steel Auburn, NY 02/01/99 CERT
Bar, Deform Billet English
Grade 40.
m i\ m
2394-09 Nucor Steel Auburn, NY 02/01/99 CERT
Bar, Deform Billet English
Grade 60.
% A\ \“° - W
2394-09 Nucor Steel Auburn, NY 02/01/99 CERT
Bar, Deform Billet Soft Metric
Grade 300 (Grade 40).
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P/S# P/S Name City, State Eff Date  Status
2394-09 Nucor Steel Auburn, NY 02/01/99 CERT
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60).
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P/S# P/S Name City, State Eff Date  Status

2394-10

2394-10 Nucor Steel Bourbonnais, IL 07/12/04 CERT
Bar, Deform Billet Hard Metric

Grade 420 ( Grade 60 ) bar with one continuous line through the length of the bar. (may be on the backside)

ST
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2394-10 Nucor Steel Bourbonnais, IL 12/30/02 CERT
Bar, Deform Billet English

77T

2394-10 Nucor Steel Bourbonnais, IL 12/30/02 CERT
Bar, Deform Billet Soft Metric

Grade 300 ( Grade 40).
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P/S# P/S Name City, State Eff Date  Status

2394-10 Nucor Steel Bourbonnais, IL 12/30/02 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar with one continuous line through the length of the bar.

=171

2394-10 Nucor Steel Bourbonnais, IL 12/30/02 CERT
Bar, Deform Billet Soft Metric

Grade ASTM A-706 ( Grade 400 ) weldable reinforcing steel, with a continuous line.
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P/S# P/S Name City, State Eff Date  Status

2394-12

2394-12 Nucor Steel Birmingham Birmingham, AL 01/10/03 CERT
Bar, Deform Billet English

W“’ o/ ¢ M
2394-12 Nucor Steel Birmingham Birmingham, AL 01/10/03 CERT
Bar, Deform Billet Soft Metric
Grade 300 ( Grade 40).

O
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2394-12 Nucor Steel Birmingham Birmingham, AL 01/10/03 CERT
Bar, Deform Billet Soft Metric

Grade 420 ( Grade 60 ) bar with one continuous line through the length of the bar.
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P/S# P/S Name City, State Eff Date  Status

2394-12 Nucor Steel Birmingham Birmingham, AL 01/10/03 CERT
Bar, Deform Billet Soft Metric

Grade ASTM A-706 ( Grade 400 ) weldable reinforcing steel, with a continuous line.
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P/S# P/S Name City, State Eff Date  Status

2394-16

2394-16 Nucor Steel Connecticut Wallingford, CT 04/28/06 CERT
Bar, Deform Billet English

Grade 60.

2394-16 Nucor Steel Connecticut Wallingford, CT 04/28/06 CERT
Bar, Deform Billet Soft Metric

ASTM A-706 Grade 420 (Grade 60).
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2394-16 Nucor Steel Connecticut Wallingford, CT 04/28/06 CERT
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60) coiled rebar.
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P/S# P/S Name City, State Eff Date  Status

2394-13

2394-13 Nucor Steel Jackson Jackson, MS 01/10/03 CERT
Bar, Deform Billet English

Grade 300 ( Grade 40).

2394-13 Nucor Steel Jackson Jackson, MS 01/10/03 CERT
Bar, Deform Billet English

Grade 420 (Grade 60).

11771179771111)
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2394-13 Nucor Steel Jackson Jackson, MS 01/10/03 CERT
Bar, Deform Billet Soft Metric

Grade 300.




P/S# P/S Name

City, State

Eff Date Status

2394-13 Nucor Steel Jackson

Bar, Deform Billet

Grade ASTM A-706 ( Grade 400 ) weldable reinforcing steel, with a continuous line.

Soft Metric

Jackson, MS

2394-13 Nucor Steel Jackson

Bar, Deform Billet
Grade 420.

Soft Metric

Jackson, MS
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P/S# P/S Name City, State Eff Date  Status
2394-15
2394-15 Nucor Steel Marion Marion, OH 02/01/99 CERT

Bar, Deform Billet English

Grade 40 without continuous grade line.

X

RO K]

2394-15 Nucor Steel Marion
Bar, Deform Billet English

Grade 60 with continuous grade line.

Marion, OH

oz

S

2394-15 Nucor Steel Marion

Bar, Deform Billet Soft Metric

Upper bar 13m

Marion, OH

02/01/99 CERT

02/01/99 CERT



P/S# P/S Name City, State Eff Date  Status

2394-15 Nucor Steel Marion Marion, OH 06/09/99 CERT
Bar, Deform Billet Hard Metric

Grade 400 (Grade 60) has grade line on the backside of the bar.
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P/S# P/S Name City, State

Eff Date Status

5652-01
5652-01 Rocky Mountain Steel Mills Pueblo, Co
Bar, Deform Billet Soft Metric

Grade 300 (Grade 30) coiled rebar.

01/24/01 CERT

DR

i

5652-01 Rocky Mountain Steel Mills Pueblo, Co
Bar, Deform Billet Soft Metric

ASTM A-706 Weldable Steel.

05/22/06 CERT
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5652-01 Rocky Mountain Steel Mills Pueblo, Co
Bar, Deform Billet Soft Metric

Grade 420 (Grade 60) coiled Rebar.

07/26/99 CERT
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